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FEOERAL TEST flETtioD STANDARD

CABLE AND UIRE, INSULATED;
METHODS OF TESTING

The fot lowing changes which form a pert of FED. TEST METNOD STD. NO. 228,
dated Apri 1 14, ‘1%7, are approved by the Commissioner, Federal SUPPLy

Services, General Services Administration, for use by a~ 1 Federal agencies.

Standard Test Method ?(XM, of January 14, 1%7.

DELETE: 3.1.2.4 Carbon tetrachloride.

Methcd 7021.1, Table I. (added by change notice 3).

DELETE: MI L-L-25769 and substitute MIL-c-87936, type I (di luted for cleaning).

Standard Test MetM 7251, of Apri L 14, 1967.

DELETE: Paragraph 4.3.3.2 “Color test for neturaL rubber”.

MILITARY INTERESTS :

Custod ~ans:
Aray - CR

Navy - AS

Air Force - 85

Review activities:
Aray - AR, AT

Navy - EC, MC, YD
Air Force - 15, 19, 80, 99

DLA - IS, ES

CIVIL AGENCY COORDINATIW ACTIVITY:

GSA - FSS

Preparing ●ctivity:

Aray - CR

Agent :

DLA - ES

(Project 6145-2080)

RETAIN THIS CHANGE NOTICE AND lNSERT BEFORE THE TA8LE OF CONTENTS OF THIS STANDARD

DISTRIBUTION S?ATEFIENT A. Approved for public release; distribution IS unlimlted.——.
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